
Hello,
I want to heat the atoms on the surface of Cu(copper) . Additonally, the surface of Cu
is changed as the heating process proceeded. Like the picture shows.

The commands that I used are the fix temp/rescale command and compute
temp/region command . What can I do if I want to get the surface region correctly
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